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Report No : TAK-015425 Receipt Date : Sep.18.2006

Client : Hyung Young Park Test Date : Sep.25.2006
#444, Deokseong-Ri, [dong-Myeon, Yongin-Si, Gyeonggi-Do, Korea.
GECOM CO., LTD.

Sample : PLASTIC SPECIMEN{ME-PLAS AB-3P)

TEST RESULTS
TEST ITEM ' UNIT ' SAMPLE | RESULT j TEST METHOD
Tensile Strength . N/m 15mm | 54 1KS M 3404 2001
Tensile Strength . N/w isomm | 54 KSM3404:2001
Tensile Strength L ON/m l100mm 5 IKSM3404: 2001

USAGE: QUALITY CONTROL
NOTE: 1.The testresult of this test report only limited in the sample and sample name presented by the client and do not
guarantee the all products of the client.

2. This test report shall be used only within the purpose of its defined usage and also shall not be used for public relation,
advertisement and suit without the KTR's written approval.

The above test certificate is the accredited test results by Korea Laboratory Accreditation Scheme, which signed the
ILAC-MRA.
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